
PSM438 Pre-stretched Machine Shrink Film
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Product description

~ roll length

~ roll width tolerance

stated length as minimum

-10/+0%

60 MPa (ASTM D882)

100mm ID, 463mm extended length

clear

~ raw material

~ roll length tolerance

Product data

440mm

2800mtr

~ tensile strength at break TD

Technical data

~ puncture force

~ dart impact

~ elongation at break

~ film thickness

~ film thickness tolerance

~ core

~ colour

~ tensile strength at break MD

~ roll width

8mu (ISO 4593:1993)

150%

60g (BS2782 Method 352D)

12.1N (Federal Test Method 2065 101C)

All information and recommendations are provided to the best of our knowledge, on the basis of our practical experience.

Nevertheless we can make no warranties, expressed or implied, including but not limited to any implied warranty of merchantability or fitness for a particular purpose.

The user is therefore responsible for determining whether the product is fit for a particular purpose and suitable for the user’s method of application.

Pre-stretched film for machine use, on extended core

±5mm

LLDPE (linear low density polyethylene)

10.14kg

~ yield point 37 Mpa

60 MPa (ASTM D882)


